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Agenda 

Thursday, 13th  June, 2013 

 
TIME TITLE, SPEAKER 

08:00 H – 08:20 H 

 

Check-in, Welcome –introduction EASA perspective, 

by Simon WAITE-EASA 

08:20 H – 08:40 H Title of presentation # 1 : 

Composite Safety & Certification Initiatives 

 Larry ILCEWICZ, FAA 

08:40 H – 09:00 H Title of presentation # 2: 

ENAC perspective- 

Bruno MOITRE, ENAC-Italy 

09:00 H – 09:30 H Title of presentation # 3: 

CMH-17 UPDATE 

Ronald KRUEGER, NASA-Langley Research 
09:30 H – 10:00 H Title of presentation # 4 : 

Root Cause Analysis 

Andries BUITENHUIS, Fokker Aerostructures 

10:00 H – 10:20 H COFFEE BREAK 

10:20 H – 10:30 H Title of presentation # 5 : 

Airbus introduction: Damage in Sandwich Structure 

Ralf HILGERS (for R.THEVENIN) 
10:30 H – 11:30 H Title of presentation # 6: 

Airbus Sandwich GAG+ΔP: Experience/Understanding 

Ralf HILGERS, AIRBUS 

11:30 H – 12:00 H Title of presentation # 7: 

Sandwich Disbond-NDI-Solution (new standards) 

Helge HICKEN, AIRBUS-Bremen 

12:00 H – 13:00 H LUNCH BREAK 

13:00 H – 13:30 H Title of presentation # 8: 

Understanding Sandwich Design Space 

Don WERNERT, HBC-Wichita, Kansas 

13:30 H – 14:00 H Title of presentation # 9: 

Core Material-Importance to Failure Mode 

Ley RICHARDSON, DuPont Aerospace Kevlar-USA 

14:00 H – 14:30 H Title of presentation # 10: 

Disbond Forensics 

Maxell DAVIS, Adhesion Associates 

14:30 H – 15:00 H Title of presentation # 11: 

enac-Other Design Configs GAG (no ΔP),Understanding  Failure Mode 

Bruno MOITRE/for Amedeo MARZANO 



European Bonded Structure Meeting 
EBSM 
Cologne, 13-14 June, 2013 
 

www.easa.europa.eu Agenda at EBSM, Page 2 of 2 

15:00 H – 15:20 H BREAK 

15:20 H – 17:30 H  WORKSHOP 1-DISCUSSION : 

Sandwich Structure similarities / differences GAG, GAG+ ΔP, CS23,25,27,29 configs. 

Simon WAITE, Larry ILCEWICZ, Ronald KRUEGER, Ralf HILGERS. 

 

 

Friday, 14th June, 2013 
  

08:00 H – 08:05 H Check-in and recapitulation of previous day 

EASA 

08:05 H – 08:35 H Title of presentation # 12: 

Bonded Repair: SHM or Proof Testing 

Alan BAKER, ACS-A/DSTO-Australia 

08:35 H – 09:05 H Title of presentation # 13: 

Disbond-Fatigue Crack Growth Analysis 

Reiner KICKERT, Ulf WEERTS  

09:05 H – 09:35 H Title of presentation # 14: 

Significance of Delta ΔP to Disbond Crack Tip Load 

Ronald KRUEGER/ for Martin RINKER 

09:35 H – 10:05 H Title of presentation # 15: 

Skin Core Disbond-SCB Test Method 

Dan ADAMS, University Utah-USA 

10:05 H – 10:25 H COFFEE BREAK 

10:25 H – 11:10 H Title of presentation # 16: 

Future Variable Mix-Mode Sandwich Debond Characterisation Method for Stds. 

Implementation 
Christian BERGGREEN, University Denmark & Florida 

11:10 H – 11:40 H Title of presentation # 17: 

NDI for assessing DT of Aerostructures 

Stefanos GIANNIS, ELEMENT Material Technology-Hitchin, UK 

11:40 H – 12:10 H Title of presentation # 18: 

Sandwich Implementation –Test Activities 

Alfredo LISTA, ALENIA-Italy 

12:10 H – 13:30 H LUNCH BREAK 

13:30 H – 15:00 H WORKSHOP 2- Conclusion: 

Other Bonded Structure Priorities for Industry 

Simon WAITE, Larry ILCEWICZ, Bruno MOITRE, Ronald KRUEGER, Ralf HILGERS 

 


