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Minor Skin Damage Repair

Based on AC 43-13-1B, section 4, 
Metal repair procedures

The purpose of the repair is to recover 
the structural integrity of damaged 
stressed metal sheet coverings which 
are not Principal Structural Elements.
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Minor Skin Damage Repair

Limited to non-pressurized aircraft

MTOW < 5700 kg

Minimum distances between rivets and 
minimum edge distance from AC 
43.13-1B figures.
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Minor Skin Damage Repair

Identification of metals

Restore strength

Minimum stiffness change

Corrosion protection

Records: drawings or sketches 
including dimensions, materials and 
attaching means.
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Minor Skin Damage Repair

AC43.13-1B
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Minor Skin Damage Repair

AC 43.13-1B
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